
A. Sukhanov 

for the group of testers:

T. Khabiboulline, D. Sergatskov, O. Melnychuk, Y. Pischalnikov,
M. Hassan, L. Ristori, A. Rowe, I. Terechkine

Status SSR1 Cavities



Cavity Processing prior Vertical Test
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1. Incoming QC/QA
a. Visual inspection
b. CMM
c. RF QC
d. Vacuum leak check

2. US degreasing/UPW rinse
3. Bulk BCP (60+60 um)
4. US degreasing/UPW rinse
5. HPR in B101 to prepare for H2 degassing
6. 600C bake 10h plateau in MP9 oven
7. RF tuning
8. US degreasing/UPW rinse
9. Light BCP (20-30 um)
10. HPR in G150 (horizontal)
11. HPR in B101 (vertical)
12. Cleanroom assembly
13. Evacuation/leak check (10-10 mbar-l/s or better)
14. 120C vacuum bake in IB1 or MP9 120C ovens (24h hold minimum)

Allan Rowe

• 4 weeks to process one cavity
‣Few cavities can be processed in 

pipeline

• Finalizing 120C oven commissioning in 
MP9

• Need few more sets of hardware for 
cavity preparation/assembly for VTS

• Work is ongoing on improvement of 
tooling at ANL



Cavity Processing prior Vertical Test

• 120C bake is beneficial for removing water from the cavity surface
‣ Shortens multipactoring processing time during cold test
‣ Possible reduction of Q0 by 30-40%?

- would like to try lower temperature bake for one of the next cavities

• Improvised 120C bake in IB1 using blankets and Al foil

3

Allan Rowe
120C baking (week of April 9)

• 1.3 GHz cavities baking blankets + belt heater + Al foil + insulating 
blanket

• Baked for about 50 hours at 120-130C
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SIDEWALL CAVITY HEATERS, GENERAL CONFIG.

CAVITY HEATERS WOULD BE CONFIGURED AS SHOWN, AS THREE 

HEATED BLANKETS, HAVING TWO ZONES IN EACH.  THE INSULATION 

WOULD BE 1", 9LB FIBERGLASS TEMPMAT.  THE INNER LINER 

WOULD BE 2025 HEAT TREATED (ZETEX) FABRIC WITH HEATING 

ELEMENTS AND SENSORS STITCHED IN PLACE.  

CLOSING METHOD  WOULD BE IN THE CORNER OF THE BLANKET, 

VIA A VELCRO FLAP AND DELRIN CLIP STRAP ARRANGEMENT AS 

SHOWN. (THE BOTTOM SIDE BLANKET WITHOUT "SKIRT" FLAP)

THE TOP COVER WOULD BE A 3/4" THICK, NONHEATED CAP, THAT

 WOULD FIT IN THE REMAINING SPACE ON TOP, AND HAVE FLAPS 

AS SHOWN. 

***QUOTATION***
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PWR LDS

TOP CAP

4 LAPS, 1" MONOTAPE, 360W, 120V

4 LAPS, 1" MONOTAPE, 360W, 120V + =



Cavity Processing prior Vertical Test
• 120C oven in MP9 - our (very) near bright future for pre-VTS 120C cavity baking
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Allan Rowe



Summary of Vertical Tests

• Tested 2 SSR1 cavities this year: S1H-NR-105, S1H-NR-107
‣ 4 cold tests total

- 3 tests of S1H-NR-105 and 1 test of S1H-NR-107
‣ Each test takes one week

• 3d cold test of S1H-NR-105 (June 23 - June 27)
‣ soft multipactor at 2-6.5 MV/m, processed at 4.5K, no multipactor at 2K
‣ maximum gradient quench limited at 19.5 MV/m; Q0 ~3.5e9; X-ray ~2e-2 mR/h
‣ FE onset at 18 MV/m

• 1st cold test of S1H-NR-107 (July 27 - July 31)
‣ multipactor at 2-7 MV/m, processed at 4K, some multipactor at 4-7 MV/m present at 

2K
‣ maximum gradient quench limited at 22 MV/m; Q0 ~2.3e9; X-ray ~0.4 mR/h
‣ FE onset at 16 MV/m
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Both cavities passed Project X requirements: Eacc=12 MV/m, Q0>5e9



S1H-NR-107 in Preparation for Vertical Test
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Pictures courtesy of Dmitri Sergatskov

Cavity mounted on top plate

Cage and Pinc coupler

Installation of the 2nd sound system



Summary of Cold Tests
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S1H-NR-105: June 27, 2012

acc
Q0 vs E
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Radiation vs E

S1H-NR-107: July 30, 2012

acc
Q0 vs E
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Radiation vs E

S1H-NR-105 and S1H-NR-107 Eacc=Vgain/βλ

PX specs



VTS Schedule (10/10/2012)
• How SSR1 tests fit into VTS schedule
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All delivered SSR1 cavities will be vertically tested before end of the year

Camille, Allan, Anna, Yuri



Big picture
• SSR1 schedule
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STATUS  OF  SSR  RESONATORS 8/15/2012

Forming sub-­assy  
EBW Trim final  EBW Delivery  to  

FNAL QC Bulk  BCP Bake RF  tune Light  
BCP VTS Jacketing BCP HTS

S1  ZN  101 11-­May-­07

S1  RK  102 31-­Jul-­08 Oxidized at  AES

S1  IU  103

S1  IU  104

S1  NR  105 9-­Mar-­11 ANL exceeds  
pxie  spec

S1  NR  106 eq  hole  
repaired

24-­Oct-­11 ANL leak  @  
bp

S1  NR  107 4-­Nov-­11 ANL exceeds  
pxie  spec

S1  NR  108 4-­Nov-­11 ANL

S1  NR  109 19-­Dec-­11

S1  NR  110 19-­Dec-­11

S1  NR  111 eq  hole 1-­Oct-­12

S1  NR  112 on  hold 1-­Nov-­12

S1  NR  113 spoke  
hole  rep.

on  hold 1-­Nov-­12

S1  NR  114 spoke  
hole  rep.

on  hold 1-­Nov-­12

S1  RK  115 Nb  sent

ready  for  activity in  progress
completed issue

The rest of ordered cavities (111-114) will be delivered before EoY

Leonardo Ristori
tdserver1.fnal.gov/leoristo

Delay by ~one month



Problems with EBW at NR

•Defects (blow-through) were found during EBW at NR

‣ Attributed to “unexplained” surges in EBW-machine parameters (I,V) during 
welding

‣ 4 SSR1 cavities (111, 112, 113 & 114) were put on hold before final welding (end 
plates to side wall)

‣ Tests to optimize EBW-machine performance were done at NR

- results are available for review

‣ Expect to resume final welding early November (?)

• SH1-NR-106 has leak due to defect in weld of stiffening rib to end plate

‣ Has been sent to NR for repair

‣ Expect delivery early next year (?)
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Leonardo Ristori



Summary and Plans

• S1H-NR-105, S1H-NR-107 passed PX requirements

‣ processing procedure established for SSR1 cavities

• S1H-NR-108 is in preparation for cold test in the week of October 30

• S1H-NR-109 & 110 will be tested in November-December

‣ will use new 120C oven in MP9 for 120C bake

• Expect delivery of S1H-NR-111, 112, 113 & 114 before end of the year

•Will put cavities in processing-testing pipeline ASAP
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